






PRODUCT
specification

Examination Glove

Industrial Glove

≥ 240

S    80±10

M   95±10

L   110±10

XL 120±10

Glove Length (mm)

       Ocean Blue

       Violet Blue

Dark Blue

Black

Palm Width (mm)

2.7g 3.0g  3.2g 3.5g

ASTM D6319

EN 455

Color

Palm Thickness

Finger Thickness

≥0.06 mm

≥0.08 mm

Tensile Strength (MPa)
ASTM D6319

Elongation (%)
ASTM D6319

Force at Break (N)
EN 455

Before Aging

After Aging

Before Aging

After Aging

Before Aging

After Aging

Min 14

Min 14

Min 500

Min 400

≥ 6.0

≥ 6.0

Glove Weight 

≥ 240

S    80±10

M   95±10

L   110±10

XL 120±10

Glove Weight

Glove Length (mm)
     Black

Palm Width (mm)

3.0g 3.5g 5.0g 6.5g

Color

Palm Thickness

Finger Thickness

Tensile Strength
(MPa)

Elongation (%)
ASTM D6319

Force at Break (N)
EN 455

Before Aging

After Aging

Before Aging

After Aging

Before Aging

After Aging

Min 14

Min 14

Min 500

Min 400

≥ 6.0

≥ 6.0

COLOR

US 

Class I 

Class I 

Cat  III

US 

EU MDR 
Regulation (EU) 

2017/745 
& 

MDD 93/42/EEC 

PPE Regulation 
(EU) 2016/425

EU

Medical  IndustrialINTENDED USED

Ocean Blue
Dark Blue

Ocean Blue
Violet Blue
Dark Blue

Black

Ocean Blue
Violet Blue
Dark Blue

Ocean Blue
Violet Blue
Dark Blue

Ocean Blue
Dark Blue

Ocean Blue
Violet Blue
Dark Blue

Black

Ocean Blue
Violet Blue
Dark Blue

Ocean Blue
Violet Blue
Dark Blue

Black Black

2.7gm 3.0gm 3.2gm 3.5gm 2.7gm 3.0gm 3.2gm 3.5gm 5.0gm 6.5gm Regulatory
Compliance Category Certified Body Standards Test

N/A

N/A

N/A

SGS/
Internal Lab

Internal Lab

AKRON

Healthmedic

SGS

SGS/Internal Lab

Internal Lab

SATRA

SGS

ASTM D6319 

ASTM D7160

ASTM D6978

ISO 10993-10

ISO 10993-5

ASTM F1671

EN 455-1

EN455-2

EN455-3

EN455-4

EN420 

EN 374-1

EN 16523-1

EN 374-4

EN ISO 374-5

EN 1186

Directive 89/109/EEC

21 CFR 177.260 (e) & (f)

EU 10/2011

Directive 80/590/EEC

1935/2004 of
European Parliament 

Physical Property Test
-Elongation at Break (%)

Finger
Dimension
Test (mm)

Watertight test

Physical Property Test
-Tensile Strength (Mpa)

Watertight test

Palm

Finger
Dimension
Test (mm)

Palm

Particulate/
Powder Residue Test

Accelerated Stability Test

Dermal Sensitisation Assay
(DSA)

Chemical Permeation Test
(Chemotherapy Drugs)

Chemical Permeation Test  
(Fentanyl)

Physical Property Test
-Force at Break (N)

Primary Skin Irritation (PSI)

Cytotoxic Test

Viral Penetration

Powder Residue Test

Shelf Life Study 

Chemical Innocuousness Test
(pH and PAHs)

Food Contact 

N/A

N/A

N/A

N/A

N/A

N/A

N/A

N/A

N/A

N/A N/A

36 Months

≤ 2 mg/glove

≥ 0.06

≥ 0.08

≥ 0.06

≥ 0.08

≥ 0.07

≥ 0.09

AQL 1.5

≥ 6.0

≤2 mg/glove

36 Months

AQL 1.5

Min 14

Min 500

AQL 4.0/ AQL 6.5

Min 14 (for reference only)

Min 500 (for reference only)

≤2 mg/glove (for reference only)

36 Months (for reference only)

AQL 4.0/ AQL 6.5

≥ 6 (for reference only)

≤ 2 mg/glove (for reference only)

36 Months (for reference only)

≥ 0.07

≥ 0.11

≥ 0.06

≥ 0.08

≥ 0.06

≥ 0.08

≥ 0.07

≥ 0.09

≥ 0.07

≥ 0.11

≥ 0.09

≥ 0.13

≥ 0.10

≥ 0.17

≥ 0.06

≥ 0.08

≥ 0.06

≥ 0.08

≥ 0.06

≥ 0.08

≥ 0.06

≥ 0.08

≥ 0.07

≥ 0.09

≥ 0.07

≥ 0.09

≥ 0.07

≥ 0.11

≥ 0.09

≥ 0.13

≥ 0.10

≥ 0.17

≥ 0.07

≥ 0.11

Resistance to Penetration by
Blood-Borne Pathogens Test

Degradation Test

 Chemical Permeation Test

Dexterity Test

Penetration Test

Regulatory Compliance

N/AN/A

N/A

≥2.4 mil

≥3.5 mil

≥0.07 mm

≥0.11 mm

≥2.8 mil

≥4.3 mil

≥0.09 mm

≥0.13 mm

≥3.5 mil

≥5.1 mil

≥0.10 mm

≥0.17 mm

≥3.9 mil

≥6.7 mil

≥0.06 mm

≥0.08 mm

≥2.4 mil

≥3.5 mil

≥0.06 mm

≥0.08 mm

≥2.4 mil

≥3.5 mil

≥0.07 mm

≥0.09 mm

≥2.8 mil

≥3.5 mil

≥0.07 mm

≥0.11 mm

≥2.8 mil

≥4.3 mil

Type C Type C Type C






